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REPORT! 098-0855 < COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohm mining corp. SUBMITTED BY! J. BARRON
project: gilt edge DATE PRINTED! 20-SEP-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 37 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 37 2 -150 37 Assay Prep 37
Sample Pickup 1

REMARKS: FINAL RESULTS ARE REPORTED.

REPORT COPIES TO*. MR, JIM BARRON INVOICE T05 MR. JIM BARRON
MR, JIM BARRON
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12980 West Cedar Dr. 
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REMARKS: FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO! MR, JIM BARRON 
lfR. JIM BARRON 
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Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

REPORT: 098-0855 project; gilt edge page i

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R88-422-0-5 0,021
D2 R88-422-5-10 0.006
D2 R88-422-10-15 0,020
D2 R88-422-15-20 0,008
D2 R88-422-20-25 0,008

D2 R38-422-25-30 0.003
D2 R88-422-30-35 0,005
D2 R88-422-35-40 0,005
D2 R88-422-40-45 0,008
02 P88-422-45-50 0.004

D2 R3S-422-50-55 0,005
02 R88-422-55-60 0.006
02 R83-422-60-65 0,011
02 R88-422-65-70 0.009
02 R88-422-70-75 0.004

02 RS3-422-75-80 0.004
02 R88-422-80-85 0,005
02 RSS 422-85-90 0.006
0? R88-422-90-95 0.010
02 R88-422-95-100 0.009

02 R88-422-100-105 0.010
02 R38-422-105-110 0,010
D2 R83-422-110-115 0.012
02 RB8-422-115-120 0,012
02 R88-422-120-125 0.006

02 R88-422-125-130 0,018
02 R88-422-130-135 0.012
02 R88--422-135-140 0,009
02 R88-422-140-145 0.010
02 R88-422-145-150 0.017

02 R88-422-150-155 0,052
02 R88-422-155-160 0.058
02 RS8-422-160-165 0,029
02 R88-422-165-170 0.027
02 R83-422-170-175 0.019

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

# 

I REPORT: 098-0855 

[ SAMPLE ELEMEIH 
NUMBER UNITS 

D2 R88-422-0-5 
D2 R88-422-5-10 
D2 R88-422-10-15 
D2 R88-422-15-20 
D2 RSS-422-20-25 

fl2 RSB-422-25-30 
D2 RSS-4?2 30· 35 
n2 r;r ·3 422-35-40 
D2 R08-42i-·40-45 
11;· r'88 422· 45-50 

U? R88 422-50-55 
lt;• fi88 422-55-60 
tl2 :{83 422··60-65 
112 r-:8'1-422-65-7o 
02 F:88-422 70-75 

11:• RS(l-422-75-80 
112 RSO 422-80-85 
ll2 fi30 422-85-90 
n;' f•sn 422-90 -95 
JI'> R83 422-95-100 

o:: F:08-422-100-105 
n; :ms 422 ·105-110 
D2 RBB-422-1 10-115 
fl'> fi88 ·422-115-120 
D2 RBB-422-120-125 

1 RBS-422-125-130 
Di ROB-422-130-135 
1)2 i,:88-422-135-140 
D2 RBS-422-140-145 
02 R88 422-145-150 

D2 F:88-422-150-155 
ll2 R~B 422-155-160 
02 RSB-422-160-165 
112 f.:G8 ·422-165-170 
fl2 RBB-422-170-175 

fl? IW8 -422-175-180 
02 RSB-422-180-185 

Au 
OPT 

0,021 
0,006 
0,020 
0,008 
0,008 

0,003 
0,005 
0,005 
0,008 
0,004 

0,005 
0,006 
0,011 
0,009 
0,004 

0,004 
0,005 
0,006 
0,010 
0,009 

0,010 
0,010 
0,012 
0,012 
0,006 

0,018 
0,012 
0,009 
0,010 
0,017 

0,052 
0,058 
0,029 
0,027 
0,019 

0,028 
0,030 

BC 
BONDAR-CLEGG 

I PROJECT: GILT EDGE 

Geochemical 
Lab Report 

PAGE 1 
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Bondar-Clegg, Inc.

12980 West Cedar Dr. 
Lakewood, Colorado 
U.S.A. 80228 
Phone: (303)989-1404 
Telex: 45-693

BROHM MINING CORF’.
Invoice I 12818» Page 1

HR. JIM BARRON Date ; 26-SEP-83
P .0. BOX 4S5
IiEADWOOD» SD Report, N o J 078-0855
57732 Project GILT EDGE

Ref e fence ? NONE LISTED

v • 37 Analwees of Gold at t 6.50 $ 240.50
Sub total * 240,50 * 240.50

Sample Preparation
37 Samples of Assay Prep at t 3.00 » 111.00

1 Sample of Sample Pickup at. tl 2.00 * 12.00
Subtotal i 123.00 * 123.00

Miscellaneous Charset
4% S .D * STATE SALES TA> 1 3.44
27. DEADWOOD CITY SALES TAX t 1.72

Sub total 1 5,16 % 5.16

Invoice Tot*■ 11 i 368.66

k 'dt" -M2 2

| *

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

__________ ________________ ______ . _■__________ .

Bondllr-Oegg, Inc. 

12980 West Cedar Dr. 
Lakewood, Colorado 
U.S.A. 80228 
Phone: (303) 989--1404 
Telex: 45-693 

;v· 
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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Geochemical

Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

+ 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

BROHK KINING CORP, 
11R, Jil1 BARRON 
P,O, BOX 485 
DEADWOOD, SD 
57732 

t 

BC 
BONDAR-CUGG 

t t t 

Geochemical 
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Geochemical

Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

REPORT: 098-0865 < COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohm mining corp. submitted by: j. barron

PROJECT: GILT EDGE DATE printed: 22-SEP-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0,002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Assay Prep 60
Excessive Wetness 1295
Sample Pickup 1

NOTES: = indicates SEE REMARKS

remarks: final RESULTS are reported,

= ERRATIC results noted on one sample,

REPORT COPIES TO! MR, JIM BARRON INVOICE TO*, MR, JIM BARRON

MR, JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT! 098-0865 < COMPLETE> 

CLIENT! BROHN MINING CORP, 
PROJECT: GILT EDGE 

ORDER 

1 Au 

ELENENT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

NUHBER 

60 

NOTES! = indicates SEE REHARKS 

REMARKS! FINAL RESULTS ARE REPORTED, 

·BC 
BONDAR-CI EGG 

NUHBER OF LOWER 
ANALYSES DETECTIOIJ LIMIT EXTRACTION 

60 0,002 OPT 

SIZE FRACTIONS 

2 -150 

MUHBER 

60 

Geochemical 
Lab Report 

REFERrnCE mm: NONE LISTED 

SUBMIT TED BY! J, BARRON 
DATE PRINTED! 22-SEP-88 

METHOD 

Fire Assa!:' 

SAMPLE PREPARATIONS NUMBER 

Assay Prep 60 
E>:cess1 ve Wetness 1295 
Sa1Ple Pickup 1 

= ERRATIC RESULTS NOTED ON ONE SAMPLE, 

REPORT COPIES TO! HR, JHI BARRON 
HR, JIH BARRON 

INVOICE TO! MR, JIN BARRON 



Geochemical

Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

REPORT4, 098-0865 project: gilt edge PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R88-422-185-190 0*028 D2 R88-422-385-390 0,083
D2 R88-422-190-195 0.024 D2 R88-422-390-395 0.003
D2 R88-422-195-200 0,016 D2 R88-422-395-400 0*017
D2 R88-422-200-205 0*014 D2 R88-422-400-405 0.025
D2 R88-422-205-210 0.039 D2 R88-422-405-410 0.038

D2 R88-422-210-215 0,052 B2 R88-422-430-415 0.032
D2 R88-422-215-220 0,052 D2 R88-422-415-420 0,019
D2 R88-422-220-225 0,039 D2 R88-422-420-425 0,114
D2 R88-422-225-230 0.026 02 R88-422-425-430 0,105
112 R88-422-230-235 0,022 02 R88-422-430-435 0,081

02 R88-422-235-240 0.007 02 R88-422-435-440 0,062
02 R88-422-240-245 0,008 02 R8S-422-440-445 0.048
02 R88-422-245-250 0,005 02 R88-422-445-450 0.026
02 R88-422-250-255 0.030 02 R88-422-450-455 0.019
02 R88-422-255-260 0.063 02 R88-422-455-460 0,022

02 R88-422-260-265 0,033 02 R88-422-460-465 0,043
02 R88-422-265-270 0,031 02 R88-422-465-470 0.027
02 R88-422-270-275 0.020 02 R88-422-470-475 0,016
02 R88-422-275-280 0.011 02 R88-422-475-480 0.025
02 R88-422-280-285 0.021 02 R88-422-480-485 0.018

02 R88-422-285-290 0.006
02 R88-422-290-295 0,010
02 R88-422-295-300 <0,002
02 R88-422-300-305 0,034
02 RS8-422-305-310 0.022

02 R88-422-310-315 0.015
02 RS8-422-315-320 0.011
02 R88-422-320-325 0,019
02 R88-422-325-330 <0.002
02 R88-422-330-335 0,015

02 R88-422-335-340 0,009
02 R88-422-340-345 0,006
02 R88-422-345-350 0,020
02 R8S-422-350-355 0.020
02 R88-422-355-360 0,094=

02 R88-422-360-365 0.018
02 R88-422-365-370 0,320
02 R88-422—370-375 0,239
02 R88-422-375-380 0,145
02 R88-422-380-385 0.266

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT! 098-0865 

SAMPLE ELEMENT 
NUMBER UNITS 

D2 R88-422-185-190 
D2 RSS-422-190-195 
D2 RSS-422-195-200 
D2 RSS-422-200-205 
D2 RSS-422-205-210 

D2 R88-422-210-215 
D2 R88-422-215-220 
D2 RSS-422-220-225 
D2 RSS-422-225-230 
D2 R88-422-230-235 

D2 RSS-422-235-240 
D2 R88-422-240-245 
D2 R88-422-245-250 
D2 R88-422-250-25S 
D2 R88-422-255-260 

D2 R88-422-260-265 
D2 R88-422-265-270 
D2 R88-422-270-275 
D2 R88-422-275-280 
D2 R88-422-280-285 

D2 R88-422-285-290 
D2 R88-422-290-295 
D2 RSS-422-295-300 
D2 R88-422-300-305 
D2 RSS-422-305-310 

D2 R88-422-310-315 
D2 R88-422-315-320 
D2 R88-422-320-325 
D2 R88-422-325-330 
D2 R88-422-330-335 

D2 R88-422-335-J40 
D2 R88-422-340-345 
D2 RSS-422-345-350 
D2 R88-422-350-355 
D2 R88-422-355-360 

D2 R88-422-360-365 
D2 R88-422-365-370 
D2 R88-422-370-375 
D2 R88-422-375-380 
D2 RSS-422-380-385 

Au 
OPT 

0.028 
0,024 
0,016 
0,014 
0,039 

0,052 
0,052 
0,039 
0,026 
0,022 

0,007 
0,008 
0,005 
0,030 
0,063 

0.033 
0,031 
0,020 
0,011 
0,021 

0,006 
0,010 

<0,002 
0,034 
0,022 

0,015 
0,011 
0,019 

(0,002 
0,015 

0,009 
0,006 
0,020 
0, 020 
0,094= 

0,018 
0,320 
0,239 
0,145 
0,266 

BC 
BONDAR-Cl.EGG 

I PROJECT! GILT EDGE 

SAMPLE ELEMENT Au 
NUl'IBER UNITS OPT 

D2 R88-422-385-390 0,083 
D2 R88-422-390-395 0,003 
D2 RSS-422-395-400 0,01 7 
D2 R88-422-400-405 0,025 
D2 R88-422-405-410 0,038 

D2 R88-422-410-415 0,032 
D2 R88-422-415-420 0,019 
D2 RSS-422-420-425 0,114 
D2 RSS-422-425-430 0,105 
D2 RSS-422-430-435 0,081 

D2 RBS-422-435-440 0,062 
D2 R88-422-440-445 0,048 
D2 RBS-422-445-450 0,02t, 
D2 R88-422-450-455 0,019 
D2 RBS-422-455-460 0,022 

D2 RBS-422-460-465 0,043 
D2 RSS-422-465-470 0,027 
D2 R88-422-470-475 0,016 
D2 R88-422-475-480 0,025 
D2 R88-422-480-485 0,018 

Geochemical 
Lab Report 

PAGE 1 



Bondar-Clegg, Inc.

12980 West Cedar Dr. 
Lakewood, Colorado 
U.S.A. 80228 
Phone: (303)989-1404 
Telex: 45-693

BONDAR - CLEGG

8R0HM MINING CORF,.
MR, JIM BARRON

*

T n voice 1

Date l

128051 Pdie 1

26-SFP-88
P.0. BOX 485
DEA0W00B» SD Report Not 098-0865
57732 Project 5 GILT EDGE

Refc rencel NOME LISTED

C*
Ariel uses of Gold 

Subtotal
st t 6.50 * 390,00

t 390,00 390,00

Sample Preparation
60 Semples of Assay Prep 

1295 Semples of Excessive Wetness 
1 Sample of Sample Pickup 

S u t» t o t s 1

st * 3,00 
St * 0,15 
st i12.00

i 180,00 
$ 194,215
* 12,00
i 386.25 386,2

Miscellaneous Cherses
4% S,n. STATE SALES TAX
2% nEAriuoon city sales tax

Subtotal

* 13.05
♦ 6,52
i 19,57 * 19,57

Invoice TotalJ * 795.82 U.S.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

Bondar-Oogg, Inc. 

12980 West Cedar Dr. 
Lakewood, Colorado 
U.S.A. 80228 
Phone: (303) 989-1404 
Telex: 45-693 
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TH IS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

• GILT 
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Geochemical

Lab Report

Bondar-Clegg, Inc.

12980 West Cedar Dr. ,

Lakewood, Colorado 80228

(303)989-1404

BONDAR-CLEGG

t 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. • 
Lakewood, Colorado 80228 
(303) 989-1404 

BROHN MINING CORP, 
MR, JIM BARRON 
P, O, BOX 485 
DEADWOOD, SD 
57732 

+ 

BC 
BONDAR-a.EGG 

+ + + 

Geochemical 
Lab Report 



Geochemical

Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr. ,

Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

REPORT: 098-0868 ( COMPLETE ) REFERENCE INFO: NONE LISTED

client: brohh mining corp, submitted by: j. barron

PROJECT: GILT EDGE DATE PRINTED: 25-SEP-8S

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0,002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Assay Prep 60
Excessive Wetness 869
Sauple Pickup 1

remarks: final results are reported-

report COPIES to: MR, JIM BARRON INVOICE TO! MR, JIM BARRON
HR. JIM BARRON ... I

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: 098-0868 ( COMPLETE J 

CLIENT: BROHH MINING CORP, 
PROJECT! GILT EDGE 

ORDER 

1 Au 

ELEMENT 

Gold 

SAHPLE TYPES 

D DRILL CORE 

NUHBER 

60 

REMARKS! FINAL RESULTS ~RE REPORTED, 

REPORT COPIES TO: MR, JIM BARRON 
~·· lJM W l" H, ...... ,,N 

BC 
BO DAR-CLEGG 

NUMBER OF LOWER 
ANALYSES DETECTION LIHIT EXTRACTION 

60 0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUMBER 

60 

Geochemical 
Lab Report 

REFERENCE INFO: NONE LISTED 

SUBMITTED BY: J, BARRON 
DATE PRINTED: 25-SEP-88 

METHOD 

Fire Assa!! 

SAMPLE PREPARATIONS NUHBER 

Assa!! Prep 
E>:cessi ve Wetness 
Sa1Ple Pickup 

60 
869 

1 

INVOICE TO: HR, JIM B~RRON 



Bondar-Clegg, Inc.
12980 West Cedar Dr. . i

Lakewood, Colorado 80228 *

(303) 989-1404
BC
BONDAR-CLEGG

Geochemical

Lab Report

REPORT: 098-0848 project: put edge PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

02 R88-422-485-490 0,018 02 R88-422-685-690 0,162
02 R83-422-490-495 0.010 02 R88-422-690-695 0.030
02 R88-422-495-500 <0,002 02 R88-422-695-700 0.031
02 RS8-422-500-505 0.023 02 R88-422-700-705 0.043
02 R88-422-505-510 0,023 02 RS8-422-705-710 0.050

02 R83-422-510-515 0.024 02 R88-422-710-715 0.028
02 R8S-422-515-520 0.022 02 R88-422-715-720 0.034
02 R83-422-520-525 0.032 02 R88-422-720-725 0.039
02 R88-122-525-530 0,025 02 R88-422-725-730 0.072
02 R88-422-530-535 0,045 02 R88-422-730-735 0.044

02 R88-422-535-540 0,030 02 R88-422-735-740 0.015
02 R88-422-540-545 0,038 02 R88-422-740-745 0,154
02 R88-422-545-550 0.050 02 R88-422-745-750 0,170
02 R88-422-550-555 0.024 02 R88-422-750-755 0.047
02 R88-422--555-560 0,020 02 R88-422-755-760 0.025

02 R88-422-560-565 0.034 02 R88-422-760-765 0.009
02 R88-422-565-570 0.023 02 R83-422-765-770 0.048
02 R88-422-570-575 0.029 02 R88-422-770-775 0.032
02 R8S-422-575-580 0,031 02 R88-422-775-780 0.018
02 R88-422-580-585 0,044 02 R88-422-780-785 0,013

02 R88-422-585-590 0,022

02 R88-422-590-595 0.050
02 R8S-422-595-600 0,036
02 R88-422-600-605 0,041
02 R88 422-605-610 0.030

02 R88-422-610-615 0.041
02 R8S-422-615-620 0,034
02 R88-422-620-625 0.039
02 R3S-422-625-630 0,035
02 R8S-422-630-635 0.046

02 R88-422-635-640 0,061
02 R88-422-640-645 0,035
02 R83-422-645-650 0.036
02 RS8-422-650-655 0,021
02 R83-422-655-660 0.032

02 R38-422-660-665 0.064
02 R88-422-665-670 0.168
02 R88-422-670-675 0,200
02 RS8-422-675-680 0.170
02 R88-422-680-685 0,090

Boodar-Clegg, Inc. 
12980 West Cedar Dr. . 'ff 
Lakewood, Colorado 80228 
(303) 989-1404 .,. 

REPORT: 098-0868 

SAMPLE ELEl!F.NT Au 
NUMBH: UNITS OPT 

D2 RSB-422-485-490 0,018 
I12 R88-422-490-49S 0,010 
02 R88-422-495-500 <0,002 
D2 RSS-422-S00-505 0,023 
D2 R88-422-505-510 0,023 

D2 R88-422-510-51S 0,024 
D2 R88-422-S15-520 0.022 
D2 R88-422-520-525 0,032 
D2 R88-422-525-530 0,025 
D2 RSS-422-530-535 0,045 

D2 RSS-422-535-540 0,030 
D2 RSS-422-540-545 0,038 
D2 R88-422-545-5SO 0,050 
D2 R88-422-S50-555 0,024 
D2 R88-422··555-560 0.020 

D2 RSS-422-560-565 0,034 
D2 RSS-422-565-570 0,023 
D2 RSS-422-570-575 0,029 
D2 R88-422-575-580 0,031 
D2 R88-422-580-585 0,044 

D2 R88-422-585-590 0.022 
D2 R88-422-590-595 o.oso 
D2 RSS-422-595-600 0,036 
D2 RBB-422-600-605 0,041 
D2 RSS-422-605-610 0,030 

D2 RBS-422-610-615 0, 041 
D2 RBS-422-615-620 0,034 
D2 RSB-422-620-625 0,039 
D2 RSS-422-625-630 0,035 
02 RSS-422-630-635 0,046 

!12 RBB-422-635-640 0,061 
H2 RBS-422-640-645 0,035 
Il2 RSS-422-645-650 0,036 
D2 R88-422-650-655 0.021 
D2 RSS-422-655-660 0,032 

fl2 RSS-422-660-665 0,064 
D2 R88-422-665-670 0,168 
D2 RSS-422-670-675 0,200 
D2 RES-422-675-680 0,170 
D2 R88-422-680-685 0,090 

BC 
BONDAR-CLEGG 

I PROJECT! GILT EDGf. 

SAl!PLE ELEMENT Au 
NUMBER UNITS OPT 

U2 R88-422-685-690 0,162 
D2 RSS-422-690-695 0,030 
D2 RBS-422-695-700 0,031 
D2 RSS-422-700-705 0,043 
02 RSB-422-705-710 0,050 

02 R88-422-710-715 0,028 
02 R88-422-715-720 0,034 
D2 RSS-422-720-725 0,039 
D2 R88-422-725-730 0,072 
D2 RSB-422-730-735 0,044 

02 RBS-422-735-740 0,015 
02 RBB-422-740-745 0,154 
02 R88-422-745-750 0,170 
02 RBS-422-750-755 0,047 
02 R88-422-755-760 0,025 

02 RSS-422-760-765 0,009 
D2 RSB-422-765-770 0,048 
D2 RSB-422-770-775 0,032 
02 RBB-422-775-780 0,018 
D2 RSS-422-780-785 0,013 

Geochemical 
Lab Report 

PAGE 1 



12980 West Cedar Dr. 
Lakewood, Colorado 
U.S.A. 80228
Phone:(303)989-1404 
Telex: 45*693

BONDAR - CLEGG

BR0HM MINING CORP.
1nvoice l 1276?!. Rest 1

MR. JIM BARRON D & tr t? t 26-SFP-88
P.0. BOX 485

DEAOWQGD* 30 Report Not 093-0868
57732 p f o J e c t l GILT EDGE

Ref erencet NONE LISTED

vV'-^\V 6 0 Af t ii 1 t? S> C C uf Gold 
t Subtotal

ut t 6.50 * 390.00
4 390.00 390.00

Semple Prep®ration
60 Samples . of AF'rep- 

869 Sa-turle:; of Excessive Wetness 
1 Simple of Sample Pickup 

Subtotal

3t 4 3.00 4 ISO.00
st. 4 0.15 I 130.35
st 4:12.00 4 12.00

4 322.35

Mi see 11&neeus Charge
4% S.D. STATF SALES TAX 
2% DEADW00P CITY SALES TAX 

Sub to ta 1

4 1 0.4 9
* 5,25
4 15,74 4 15.74

Invoice Iu ta Ii 728.09 U.S,

i / 7

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

Bondar-Oegg, Inc. 

12980 West Cedar Dr. 
Lakewood, Colorado 
U.S.A. 80228 
Phone: (303) 989-1404 
Telex: 45,693 

l 

l 
T 
f 

E30NDAR-CLEGG 

.. 

l 

T 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

F 

,,. .. . 

7 
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12980 West ~ Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 " 
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HR. Jili BARRON 
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Geochemical

Lab Report

Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404 .

BONDAR-CLEGG

REPORT; 098-0876 ( COMPLETE ) REFERENCE INFO; NONE LISTED

client; brchm mining corp* 
project: gilt edge

SUBMITTED BY: J. BARRON 
DATE PRINTED! 12-SEP-88

ORDER ELEMENT
NUMBER OF 
ANALYSES

LONER
DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 13 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 13 2 -150 13 Asses Prep 13
Excessive Wetness 216
Se*ple Pickup 1

remarks: final results are reported*

REPORT COPIES TOt MR* JIM BARRON 
-------  MFT^-jm BARRON

INVOICE TO*. MR. JIM BARRON

Bondar-Clegg, Inc. 
12980 West Q:dar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 • 

REPORT: 098-0876 ( COKPLETE) 

CL IENT: BROHH KINING CORP, 
PROJECT: GILT EDGE 

ORDER 

1 Au 

ELEKENT 

Gold 

SAKPLE TYPES 

D DRILL CORE 

NUNBER 

13 

REKARKS: FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO: KR, JIH BARRON 
nJ\ . J.in nftn.nun 

BC 
BDNDAR-CLEGG 

NUKBER Of LOWER 
ANALYSES DETECTION LIKIT EXTRACTION 

13 0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUKBER 

13 

Geochemical 
Lab Report 

REFERENCE INFO: NONE LISTED 

SUBHITTED BY: J, BARRON 
DATE PRINTED: 12-SEP-88 

KETHOD 

fire Assay 

SAKPLE PREPARATIONS NUKBER 

Assay Prep 13 
Excessive Wetness 216 
Sa1Ple Pickup 1 

INVOICE TO: KR, JIK BARRON 



Geochemical

Lab Report

Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228

(303) 989-1404 ,

BONDAR-CLEGG

REPORT: 098-0876 project: gilt edge page i

SAMFLE ELEMENT Au
NUMBER UNITS OPT

02 R88-422-785-790 0.004
02 R88-422-790-795 0.042
02 R88-422-795-800 0.020
02 R88-422-800-805 0.040
02 R8S-422-805-810 0.046

02 R88-422-810-815 0.079
02 RS8-422-815-820 0.026
02 R88-422-820-825 0.016
02 R88-422-825-830 0.028
02 K38-422-830-835 0.018

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-14(» ... 

REPORT: 098-0876 

SAHPLE ELEHENT 
NUHBER UNITS 

D2 R88-422-785-790 
D2 RSS-422-790-795 
D2 RSS-422-795-800 
D2 RBB-422-800-805 
D2 RSS-422-805-810 

D2 RBB-422-810-815 
D2 RSB-422-815-820 
D2 RBB-422-820-825 
D2 RSS-422-825-830 
D2 RSS-422-830-835 

D2 RSB-422-835-840 
D2 RSS-422-840-845 
D2 RS8-4i2-845-850 

Au 
OPT 

0,004 
0,042 
0,020 
0,040 
0,046 

0,079 
0,026 
0,016 
0,028 
0,018 

0,011 
0,016 
0,014 

·BC 
BONDAR-ClEGG 

I PROJECT: GILT EDGE 

Geochemical 
Lab Report 

PAGE 1 



f

Bondar-Clegg. Inc.

12980 West Cedar Dr.
Lakewood, Colorado
U.S.A. 80228
Phone:(303)989-1404
Telex: 45-693 * t

BONDAR-CLEGG

BROHM MINING CORF 
MR, JIM BARRON 
P,0, BOX 483 
BEARWOOD* SO 

57732

Invoice 12*68?* P3ae 1

Bate : 15-SEP-88

Report, Ho: 098-0076 
Project 5 GUT EDGE 
Reference! NONE LISTED

13 Analyses, of Gold 
Sub to fc a 1

,sl * 6.50 t 84.50 
* 84.50 81,50

Semple Preparation
13 Sauries of Assay Prep 

216 Samples of Excessive Wetness 
1 Saisrle of SaarTe Pickup 

Subtotal

at i 3,00 * 39,00
at t 0,15 t 32,40
at $12.00 $ 12.00

» 83.40 83.40

Miscellaneous Charges
4% S.D. STATE SALES TAX 

2% DEADWOOD CITY SALES TAX 
Subtotal

I 2,82
t 1..4J
* 4.23 * 4.23

Invoice Total: $ 172.13 U.S.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

Bondar-Cltu, Inc. 

12980 West Cedar Dr. 
Lakewood. Colorado 
U.S.A. 80228 
Phone: (303) 989-1404 
T clex: 45-693 

1 11 r, 
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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J. BARRON 18/08/88"TITL»£-20T09-88 09:43:17 098-0855 
"CLIENT BROHM MINING CORP.
"PROJECT GILT EDGE #SAMPLES: 37 REFERENCE: NONE LISTED
"SPECIAL VALUES"
" IS Insufficient Sample"
" -9 No Value Recorded"
" Values above the upper limit are shown as +uplimt"
" Values below the lower limit are shown as -lolmt (ie not detected)
"DETERMINATIONS"
" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"
" 01 Au FA
"SAMPLE PREPS"
" 40 SAMPLE TYP E-D
" 41 P17— 37
" 42 P23- 1
"REMARKS"
" 50 FINAL RESULTS ARE REPORTED.
m * * •* * n

OPT 37 0.002 99.999 Results Reported 

DRILL CORE
AssayPrep "
Sample Pickup "

II

"FORMAT (A8,1X,A1oA1,1X,A20,1(1X!IA7,A1))"
"BEGIN " "Type" "F 
"08550001" "D" "2" 
"08550002" "DM "2" 
"08550003" "D" "2" 
"08550004" "D" "2" 
"08550005" "D" "2" 
"08550006" "D" "2" 
"08550009" "D" "2" 
"08550010" "D" "2" 
"08550011" "D" "2" 
"08550012" "D" "2" 
"08550013" "D" "2" 
"08550014" "D" "2" 
"08550015" "D" "2" 
"08550016" "D" "2" 
"08550017" "D" "2" 
"08550018" "D" "2" 
"08550019" "D" "2" 
"08550020" "D" "2" 
"08550021" "D" "2" 
" 08550022" " D " "2 " 
"08550023" "D" "2" 
"08550024" "D" "2" 
"08550025" "D" "2" 
"08550026" "D" "2" 
"08550027" "D" "2" 
"08550028" "D" "2" 
"08550029" "D" "2" 
"08550030" "D" "2" 
"08550031" "D" "2" 
"08550034" "D" "2" 
"08550035" "D" "2" 
"08550036" "D" "2" 
"08550037" "D" "2" 
"08550038" "D" "2" 
"08550039" "D" "2" 
"08550040" "D" "2" 
"08550041" "D" "2" 
"END"

ac" "Sample ID"
"R88—422—0-5 
"R88-422-5-10 
11 R88 —422-10-15 
"R88—422—15-20 
"R88-422—20-25 
11 R88 —422-25-30 
"R88 — 422-30 —35 
"R88 —422 — 35 —40 
"R88 — 422 —40 —45 
"R88 —422 — 45-50 
"R88—422—50—55 
" R88-422-55-60 
"R88—422-60-65 
"R88 — 422-65-70 
"R88—422—70—75 
"R88 —422 — 75-80 
"R88-422-80-85 
"R88-422—85-90 
"R88-422-90-95 
"R88-422-95-100 
"R88-422—100-105 
"R88-422-105-110 
"R88-422-110-115 
"R88—422-115-120 
"R88—422—120-125 
"R88-422-125-130 
"R88 — 422 —130 —135 
"R88—422—135—140 
"R88 — 422 —140-145 
"R88 — 422 —145-150 
" 88 8-4 2 2-150^1^5 

"R88 — 422 —155-160 
"R88 — 422 —160 —165 
"R88 — 422 —165-170 
"R88 — 422 —170 —175 
"R88 — 422 —175 —180 
"R88—422—180—185

Au"
II 0.021 —
II 0.006-
II 0.020 —
II 0.008
II 0.008
II 0.003
II 0.005
II 0.005
II 0.008
<1 0.004
II 0.005
II 0.006
II 0.011
II 0.009
II 0.004
II 0.004
11 0.005
II 0.006
11 0.010
II 0.009
II 0.010
11 0.010
II 0.012
11 0.012
11 0.006
II 0.018
<1 0.012

0.009
II 0.010
II 0.017
II 0.052 -----
II 0.058-----
11 0.029----
II 0.027----
II 0.019—
II 0.028---- -
11 0.030 -----

ISO -2VT

TIT~f 20~09-88 09:43:17 098-0855 
CLIENT BROHM MINING CORP. 

J. BARRON 18/08/88" 
II 

PROJECT GILT EDGE #SAMPLES: 37 REFERENCE: NONE LISTED 
SPECIAL VALUES" 

IS Insufficient Sample" 
-9 No Value Recorded" 

Values above the upper limit are shown as +uplimt" 
Values below the lower limit are shown as -lolmt (ie not detected)" 

'DETERMINATIONS" 
ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS" 

01 Au FA OPT 37 0.002 99.999 Results Reported II 

SAMPLE PREPS" 
40 SAMPLE TYPE=D DRILL CORE II 

41 P17= 37 Assay Prep II 

42 P23= 1 Sample Pickup II 

REMARKS" 
50 FINAL RESULTS ARE REPORTED. II 

**** II 
FORMAJ (A8,1X,A1,A1,1X,A20,1(1X,A7,A1))" 
BEGIN II Type" "Frac" "Sample ID II II A LI II 

"08550001 II D II 2 "R88-422-0-5 0. 021-
"08550002 D II 2 R88-422-5-10 0.006-
"08550003 D '2 R88-422-10-15 0.020-
"08550004 D 2 R88-422-15-20 0.008 
"08550005 D 2 R88-422-20-25 0.008 

08550006 D 2 R88-422-25-30 0.003 
08550009 I D 2 R88-422-30-35 0.005 
08550010 D 2 R88-422-35-40 0.005 
08550011 D 2 R88-422-40-45 0.008 
08550012 D 2 R88-422-45-50 0.004 
08550013 D 2 R88-422-50-55 0.005 
08550014 D 2 R88-422-55-60 0.006 
08550015 D 2 R88-422-60-65 0.011 
08550016 D 2 R88-422-65-70 0.009 
08550017 D 2 R88-422-70-75 0.004 
08550018 D 2 R88-422-75-80 0.004 
08550019 D 2 R88-422-80-85 0.005 
08550020 D 2 R88-422-85-90 0.006 
08550021 D 2 R88-422-90-95 0.010 
08550022 D 2 RBB-422-95-100 0.009 

"08550023 D 2 R88-422-100-105 0.010 
"08550024 D 2 R88-422-105-110 0.010 
"08550025 D 2 R88-422-110-115 0.012 
"08550026 D 2 R88-422-115-120 0.012 
"08550027 D 2' R88-422-120-125 0.006 
"08550028 D 2 R88-422-125-130 0.018 
"08550029 D 2 R88-422-130-135 0.012 
"08550030 D 2 R88-422-135-140 0.009 
"08550031 D 2 R88-422-140-145 0.010 
"08550034 D 2 R88-422-145-150 0.017 
"08550035 D 2 R88-422-~1E>5 0.052-
"08550036 D 2 R88-422-155-160 0.058- /50- -z~c;"' "08550037 D 2 R88-422-160-165 0.029-
"08550038 D 2 R88-422-165-170 0. 027-

8 ,;'@ ,o~, "08550039 D 2 R88-422-170-175 0.019-
"08550040 D 2 'R88-422-175-180 0. 028-
"08550041 D 2 "R88-422-180-185 0.030 -
II END II 

II 



J. BARRON'TITLE 2 2-i0 9 — 8 8 09 : 46:18 098-0865

60 REFERENCE: NONE LISTED

1 CLIENT"SROHM MINING CORF.

PROJECT GILT EDGE ttSAMPLES:
'SPECIAL VALUES"

IS Insufficient Sample"
' -9 No Value Recorded"

Values above the upper limit are shown as 
1 Values below the lower limit are shown as 
■DETERMINATIONS"
1 ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

23/08/88"

-t-uplimt" 
-1 o 1 m t (ie not detected)

-D

1 01 Au FA
SAMPLE PREPS"

40 SAMPLE TYPE 
1 41 P17= 60

42 P64=1295 
1 43 P 2 3- 1
REMARKS"

50 FINAL RESULTS ARE 
1 51 = ERRATIC RESULTS

OPT 60 002 99.999 Results Reported

DRILL CORE 
Assay Prep 
Excessive Wetness 
Sample Pickup

REPORTED 
NOTED ON ONE SAMPLE

m vi i
"FORMAT ( A 8,1X 
"BEGIN " "Type1

A1 , A1 j 1X 
"Frac"

"08650001" 
"08650002" 
"08650003" 
"08650004" 
"08650005" 
"08650006" 
"08650009" 
"08650010" 
"08650011" 
"08650012" 
"08650013" 
"08650014" 
"08650015" 
"08650016" 
"08650017" 
"08650018" 
"08650019" 
"08650020" 
"08650021" 
"08650022" 
"08650023" 
"08650024" 
"08650025" 
"08650026" 
"08650027" 
" 08650028" 
"08650029" 
"08650030" 
"08650031" 
"08650034" 
"08650035" 
"08650036" 
"08650037" 
"08650038" 
"08650039" 
"08650040" 
"08650041" 
"08650042" 
"08650043" 
"08650044" 
"08650045" 
"08650046"

" D " 
" D " 
" D " 
11 D " 
" D " 
" D " 
"D" 
"D" 
"D" 
"D" 
" D " 
"D" 
" D " 
"D" 
"D" 
"D" 
" D " 
" D " 
" D " 
" D " 
"D" 
" D " 
"D" 
"D" 
" D " 
"D" 
" D " 
" D " 
" D " 
"D" 
"D" 
"D"
M D M

" D " 
" D " 
"D" 
"D" 
" D "
M Q I,

" D " 

" D " 
"D"

‘2‘ 
'2' 
'2' 
'2' 
'2' 
'2' 
'2‘ 
'2' 
2 1 
'2' 
■2' 
1 2 1 
1 2 1 
'2' 
'2' 
'2' 
1 2 1 
'2' 
'2' 
'2' 
1 2' 
'2' 
'2'
'2' 
i ^ 1
'2' 
'2' 
'2' 
2 1 
'2' 
2 1 
‘2‘ 
2 1 
'2' 
2' 
'2' 
2 ' 
'2' 
2' 
'2' 
2' 
'2'

1 R88 

' R 8 8 

1 R 8 8 

' R 8 8 

1 R 8 8 

1 R 8 8 

1 R 8 8 

' R 8 8 

R 8 8 

1 R 8 8 

R88 

1 R 8 8 

1 R 8 8 

' R 8 8 

1 R 8 8 

' R 8 8 

1 R 8 8 

' R 8 8 

1 R 8 8 

1 R 8 8 

1 R 8 8 

' R 8 8 

1 R 8 8 

' R 8 8 

1 R 8 8 
' R 8 8 

1 R 8 8 

1 R 8 8 

1 R 8 8 

1 R 8 8 

R 8 8 

1 R 8 8 

R 8 8 
1 R 8 8 

R 8 8 

1 R 8 8 

R 8 8 

1 R 8 8 

R 8 8 

1 R 8 8 

' R 8 8 

1 R 8 8

,A20al(lXr,A7,Al))" 
"Sample ID" 
-422-185-190 
-422-190-195 
-422-195-200 
-422-200-205 
-422-205-210 
-422-210-215 
-422-215-220 
-422-220-225 
-422-225-230 
-422-230-235
-422-235-240
-422-240-245
-422-245-250
-422-250-255
-422-255-260
-422-260-265
-422-265-270
-422-270-275
-422-275-280
-422-280-285
-422-285-290
-422-290-295
-422-295-300
-422-300-305
-422-305-310
-422-310-315
-422-315-320
-422-320-325
-422-325-330
-422-330-335
-422-335-340
-422-340-345
-422-345-350
-422-350-355
-422-355-360
-422-360-365
-422-365-370
-422-370-375
-422-375-380
-422-380-385
-422-385-390
-422-390-395

Au" 
028 ’— 
024 — 
016- 

.014-
039----

.052 — 
052 — 
039 — 
0 2 6— 
022 —

l$0 -23^ 

$C’<L oQ?*

007
.008
-005
.030- 
063- 
033 ■ 
031- 

. 020' 

011- 

021-

25O- 2-&S

W

010
002

0 
0 .

034
022

-2,00 —?t°

0 
0 . 

0

015
011
019
002
015
009
006
020- 
020- 
094 
018- 
320- 
239- 
145 ■ 
266- 
083 ■ 
003

- 4-eo

nr k.o

" T I T L c 2 2 -, 0 9 ·- 8 8 0 9 : 4 6 : 1 8 0 9 8 - 0 8 6 5 
C L tE N r~e ROHM M IN I NG CORP . 
PROJECT GILT EDGE 
SPECIAL VALUES" 

#SAMPLES: 

IS Insu·fficient Sample" 
-9 No Value Recorded" 

J. BARRON 23/08/88" 
II 

60 REFERENCE: NONE LISTED 

Values above the upper limit are sho~-m as +uplimt" 
Values below the lower limit are shown as -lolmt 

DETERMINATIONS" 
(ie not detected)" 

ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS" 
01 Au FA OPT 60 0.002 99.999 Results Reported 

SAMPLE PREPS" 
40 SAMPLE TYPE=D 
41 P17= 60 

0RILL CORE 
Assay Prep 
Excessive Wetness 
Sample Pickup 

II 

II 

II 

II 

42 P64=1295 
43 P23= 1 

REMARKS" 
50 FINAL RESULTS ARE REPORTED. 
51 = ERRATIC RESULTS NOTED ON ONE SAMPLE. 

'f.: ***II 

FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A1))" 
'BEGIN " "Type" 

08650001" "D" 
086 50002" "D" 
08650003 D 
08650004 D 
08650005 D 
08650006 D 
08650009 D 
08650010 D 
08650011 D 
08650012 D 

"Frac" "Sample ID" " Au" 
2 R88-422-185-190 0. 028 .,.-
2 R88-422-190-195 0.024-
2 R88-422-195-200 0.016-
2 R88-422-200-205 0.014-
2 R88-422-205-210 0.039-
2 R88-422-210-215 0.052-
2 R88-422-215-220 0.052-
2 R88~422-220-~25 0.039-
2 R88-422-225-230 0.026-
2 R88-422-230-235 0.022-

II 

II 

08650013 D 2 'R88-422-235-2~7470-----,_..--0,,........~0~0~7---
08650014 'D 2 R88-422-240-245 0.008 
08650015 D 2 R88-422-2~~4~5_-~2~5~0:__ _____ @ ........ 0-@~5--__ 
08650016 D 2 R88-422-250-255 0.030-

"08650017 D 2 R88-422-255-260 0.063-
"08650018 D 2 R88-422-260-265 0.033-
"08650019 D 2 R88-422-265-270 0.031-

D 2 R88-422-270-275 0.020-
D 2 R88-422-275-280 0.011-
D ' 2 
D 2 

R88-422-280-2~8~5;:;;----~-._,;;.0~.~0~2~1 __ _ 
R88-422-285-290 0.006 

D 2 R88-422-290-295 0.010 
D 2 R88-422-2~9~5~3~0~0aL------~0~-~0~0~2 ___ _ 

II 

"08650020 
08650021 
08650022 
08650023 
08650024 
08650025 
08650026 
08650027 
08650028 
08650029 
08650030 
08650031 
08650034 
08650035 
08650036 
08650037 
08650038 
08650039 
08650040 
08650041 
08650042 
08650043 
08650044 
08650045 
08650046 

D 
D 
D 
D 
D 
D 
D 

2 
2 
2 
2 
2 
2 
2 

R88-422-300-305 0.034- ~-3co 
R88-422-305-310 0. 022 - · l0'@-.,0-z,/J 

D 2 
D 2 
D 2 
D 2 
D 2 
D 2 
D 2 
D '2 
D " 2 
D " 2 
D " 2 
D " 2 

R88-422-310-315 0.015 
R88-422-315-320 0.011 
R88-422-320-325 0.019 
R88-422-325-330 -0.002 
R88-422-330-335 0.015 
R88-422-335-340 0.009 
R88-422-~3~4~0~-~3~4~5:::._ ____ _:;0~.~0~0~6=----
R88-422-345-350 0.020-
R88-422-350-355 0.020-
R88-422-355-360 0.094-
R88-422-360-365 0.018-
R88-422-365-370 0.320- /3( ~ .01) 
R88-422-370-375 0.239-
R88-422-375-380 0 .145-
R88-422-380-385 0.266-
R88-422-385-390 0.083-
RSB-422-390-395 0.003-

II 



08650047" "D" 11 2 " " R 8 8 — 422--395- 400 " 0.017-
08650048" "D" "2" " R 8 8 — 422 -400- 405 " 0.025 —
0 8 6 5 0 0 4 9," 11 D" "2" " R88~ 422--405- 410 " 0.038-—
0 8-6 5 0'0t3'0 " "D" "2" "R88- 422 -410- 415 " 0.032—
08650051" " D " "2" " R 8 8 — 422 -415- 420 " 0.019-
08650052" " D " "2" "R88- 422 -420- 425 " 0.114-----
08650053" " D " "2" " R 8 8 — 422 -425- 430 " 0.105'-----
08650054" "D" "2" " R 8 8 - 422 -430--4-3-5- " 0.081-----
08650055 11 "D" " 2 " " R 8 8 - 422 -435- 440 " 0.062 -----
08650056" "D" "2" " R 8 8 - 422 -4 4 0- 445 " 0.048 ----
08650059" "D" h p n " R 8 8 - 422 -445- 450 " 0.026 -----
08650060" "D" "2" " R 8 8 - 422 -450- 455 " 0.019-
08650061" "D" "2" " R8 8- 422 -455- 460 " 0.022 ----
08650062" " D " "2" " R88- 422 -460- 465 " 0.043 -----
08650063" "D" II p 11 " R88” 422 -465- 470 " 0.027-----
08650064" "0" "2" " R 8 8- 422 -470- 475 " 0.016-
08650065" "D" "2" " R8 8- 422 -475- 480 fl 3 25-----
08650066"
END"

"D" "2" " R88- 422 -480- 485 " 0.018

34

II 0865004 7 II D 2 II "R88-422·-395-400 0 . 01 7-
08650048" D 211 "R88-422-400-405 0. 025-
086'5',0049;' D 2 II "R88-422-405-410 0. 038-
0 s-b 5 0'~-0 D 2 II "R88-422-410-415 0.032-
08650051 D 211 »R88-422-415-420 0.019-
08650052 0 211 R88-422-420-425 0 .114-
08650053 D 2 II R88-422-425-430 0.105-
08650054 D 211 R 8 8 - 4 2 2- 4 3 0 '.""'4.3-5_ 0. 081- '34-~ ---4-BO 
08650055 D 2" R88-422-435-440 0. 062 -

. ('<!- o~ I 08650056 0 2 II R88-422-440-445 0. 048 - (~ I 

08650059 D 2 R88-422-445-450 0. 026 -
08650060 D 2 R88-422-450-455 0.019-
08650061 D II 2 R88-422-455-460 0.022 -
08650062 D II 2 R88-422-460-465 0. 043-
08650063 11 D II 2 R88-422-465-470 0. 027-
08650064 11 D II 2 "R88-422-470-475 0.016-
08650065 11 D II 2 '' R 8 8 - 4 2 2 - 4 7 5 - i._8 0 121 025 
08650066 11 D II 2 11 R88-422-480-485 0.018 
END II 



J. BARRON 26/08/88"TITLE 25-09-88 07:55:48 098-0868 
"CLIENT BROHM MINING CORP.
"PROJECT GILT EDGE #SAMPLES: 60 REFERENCE: NONE LISTED
"SPECIAL VALUES"
" IS Insufficient Sample"
" -9 No Value Recorded"

' Values above the upper limit are shown as +uplimt”
1 Values below the lower limit are shown as -lolmt 
'DETERMINATIONS"
' ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

(ie not detected)

" 01 Au FA
"SAMPLE PREPS"
" 40 SAMPLE TYPE=D
11 41 P17= 60
" 42 P64- 869
11 43 P 2 3= 1
"REMARKS"
11 50 FINAL RESULTS ARE REPORTED
II * * * * 11

OPT 60 0.002 99.999 Results Reported

DRILL CORE
Assay Prep "
Excessive Wetness "
Sample Pickup 11

FORMAT (A 8 „ IX $ A1 p A1 , IX , A20,1(IX o A 7 0 A 1) ) 11
BEGIN " "Type " "Frac" "Sample ID" " Au"
08680001" "D" "2" " R 8 8 -422-485- 490 " 0.018
08680002" " D " "2" " R 8 8 -422-490- 495 " 0.010
08680003" " D " "2" " R 8 8 -422-495- 5 0 0 " -0.002
08680004 " " D " "2" " R 8 8 -422-500- 505 " 0.023 —
08680005" " D " "2" " R 8 8 -422-505- 510 11 0.023 —
08680006" "D" "2" " R 8 8 -422-510- 515 " 0.024 —
08680007" " D " "2 " " R 8 8 -422-515- 520 " 0.022—
08680008" " D " "2" " R 8 8 -422-520- 525 " 0.032 —
08680009" "D" "2" " R 8 8 -422-525- 530 11 0.025 —
08680012" "D" "2" " R 8 8 -422-530- 5 35-"'' " 0.04 5 —
08680013" "D" " 2 " " R 8 8 -422-535- 540 11 0.030 —
08680014 " " 0 " " 2 " " R 8 8 -422-540- 545 " 0.038 —
08680015" "D" "2" " R 8 8 -422-545- 550 " 0.050 —
08680016" " D " "2" " R 8 8 -422-550- 555 11 0.024 —
08680017" "D" "2" " R 8 8 -422-555- 560 11 0.020 —
08680018" " D " " 2 " " R 8 8 -422-560- 565 " 0.034 -
08680019" "D" U 2 H " R 8 8 -422-565- 570 " 0.023 —
08680020" "D" "2" "R88 -422-570- 575 " 0.029~
08680021" " D " n 2 ii " R 8 8 -422-575- 580 " 0.031 —
08680022" "D" 11 2 11 " R 8 8 -422-580- 585 " 0.044 —
08680023" "D" "2" " R 8 8 -422-585- 590 " 0.022 —
08680024" " D " " 2 " " R 8 8 -422-590- 595 " 0.050 —
08680025" " D " "2" " R 8 8 -422-595- 600 " 0.036 —
08680026" "D" "2" " R 8 8 -422-600- 605 11 0.041 —
08680027" " D " m 2 11 " R 8 8 -422-605- 610 " 0.03 & —

08680028 " "D" "2" " R 8 8 -422-610- 615 " 0.041 —
08680029" " D 11 "2" " R 8 8 -422-615- 620 " 0.034—
08680030" M Q „ "2" " R 8 8 -422-620- 625 " 0.039 —
08680031" " D 11 "2" " R88 -422-625- 630 " 0.035 —
08680032" " D " "2 " " R 8 8 -422-630- 635 " 0.046 —
08680033" "D" "2" " R 8 8 -422-635- 640 " 0.061 —
08680034 " '1 D " H 2 *• " R 8 8 -422-640- 645 " 0.035 —
08680037 " " D " H p ii " R88 -422-645- 650 " 0.036—
08680038" "D" 11 2 ■1 " R 3 8 -422-650- 655 " 0.021 —
08680039" "D" "2" " R 8 8 -422-655- 660 " 0.032—
08680040" "D" "2" " R 8 8 -422-660- 665 " 0.064 —
08680041" " D " ii 2 i " R 8 8 -422-665- 6 70 " 0.168—
08680042" " D 11 "2" " R 8 8 -422-670- 675 " 0.200 —
08680043" " D " "2" " R 8 8 -422-675- 680 " 0.170—
08680044" "D" n 2 i "R88 -422-680- 685 " 0.090 —
08680045" "D" "2" " R 8 8 -422-685- 690 " 0.162—
08680046" " D " "2" " R 8 8 -422-690- 695 " 0.030—
08680047 " "D" "2" " R 8 8 -422-695- 700 " 0.031 —

Soo - ^

<2- . 0^ I

, \ 
"TITLE 25-09-88 07:55:48 098-0868 
"CLIENT BROHM MINING CORP. 

J. BARRON 26/08/88" 
" 

"PROJECT GILT EDGE #SAMPLES: 60 REFERENCE: NONE LISTED 
"SPECIAL VALUES" 

IS Insufficient Sample" 
-9 No Value Recorded" 

"Values above the upper limit are shown as +uplimt" 
"Values below the lower limit are shown as -lolmt 
"DETERMINATIONS" 

ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS" 

(ie not detected)" 

01 Au FA OPT 60 0.002 99.999 Results Reported " 
SAMPLE PREPS" 

40 SAMPLE TYPE=D 
41 P17= 60 
42 P64= 869 
43 P23= 1 

REMARKS" 

DRILL CORE 
Assay Prep 
Excessive Wetness 
Sample Pickup 

50 FINAL RESULTS ARE REPORTED. 
**** II 
FORMAT (A8,1X,Al,A1,1X,A20,1(1X,A7,A1))" 

"BEGIN II Type" "Frac" "Sample ID II 
"08680001 D 2 II R88-422-485-490 
"08680002 D 211 R88-422-490-495 
"08680003 D 2" R88-422-495-500 
"08680004 D 2' R88-422-500-505 

08680005 D 2 R88-422-505-510 
08680006 D 2 R88-422-510-515 
08680007 D 2 R88-422-515-520 
08680008 D '2 'R88-422-520-525 
08680009 D 2 R88-422-525-530 
08680012 D 2 R88-422-530-5~s--
08680013 D 2 R88-422-535-540 
08680014 D 2 R88-422-540-545 
08680015 D 2 R88-422-545-550 
08680016 D 2 R88-422-550-555 
08680017 D 2 R88-422-555-560 
08680018 D 2 R88-422-560-565 
08680019 D 2 R88-422-565-570 
0 8 6 8 0'0 2 0 D' 2 R88-422-570-575 
08680021 D 2 R88-422-575-580 
08680022 D 2 R88-422-580-585 
08680023 D 2 R88-422-585-590 
08680024 D 2 R88-422-590-595 
08680025 D 2 R88-422-595-600 
08680026 D 2 R88-422-600-605 
08680027 D 2 R88-422-605-610 
08680028 D 2 R88-422-610-615 
08680029 D 2 R88-422-615-620 
08680030 D 2 R88-422-620-625 
08680031 D 2 R88-422-625-630 
08680032 D 2 R88-422-630--635 
08680033 D 2 R88-422-635-640 

'08680034 D 2 R88-422-640-645 
08680037 D 2 R88-422-645-650 
08680038 D 2 R88-422-650-655 
08680039 D 2 R88-422-655-660 
08680040 D 2 R88-422-660-665 
08680041 D 2 R88-422-665-670 
08680042 D 2 R88-422-670-675 
08680043 D 2 R88-422-675-680 
08680044 D 2 R88-422-680-685 
08680045 11 D 2 R88-422-685-690 
08680046 11 D '2 R88-422-690-695 
08680047 11 D II 2 R88-422-695-700 

II 

II 

II 

II 

II 

A u II 
0.018 
0.010 

-0.002 
0.023-
0. 023-
0. 024-
0. 022-
0.032-
0. 025 -
0.045-
0.030-
0. 038 -
0. 050 -
0. 024 -
0.020-
0.034-
0. 023 -
0.029-
0.031-
0,044-
0. 022-
0.050-
0.036-
0. 041-
0.030-
0.041-
0.034 -
0.039-
0.035 -
0. 046 -
0. 061 -
0. 035 -
0. 036 -
0. 021 -
0. 032 -
0. 064 -
0 .168 -
0. 200 -
0.170 -
0. 090 -
0.162 -
0.030 
0.031 -

II 

soo- "1.'71- ~ 

I c!- .of;I z~c;. 



08680048" "D" "2" "R88- 422- 700-
0 8 6 8 0 0 %9 " "D" "2" "R88- 422- 705-
0 8 6 8,0 0 50''" "D" "2" "R88- 422- 710-
08680051" " D " "2" " R88- 422- 715-
08680052" " D " "2" "R88- 422- 720-
08680053" "D" "2" "R88- 422- 725-
08680054" " D " "2" "R88- 422- 730-
08680055" "D" "2" "R88- 422- 735-
08680056" " D " "2" "R8 8 — 422- 740-
08680057 " " D " " 2 " "R88 — 422- 745-
08680058" " D " "2" " R 8 8 - 422-■7 50 —
08680059" "D" " 2 " " R 8 8 — 422- 755-
08680062" "D" II II " R 8 8 - 422-■760-
08680063" "D" "2" C

O

C
O 1 422- 765-

08680064" " D " "2" "R88- 422-■770-
08680065" "D" "2" "R88- 422- 7 7 5 —
08680066"
END"

"D" "2" " R 8 8~ 422-■780-

0.043— 
0.050 — 
0.028— 
0.034 — 
0.039 — 
0.072 — 
0.044 — 
0.015- 
0.154 — 
0.170 — 
0.047 — 
0.025— 
0.009- 
0.048 — 

_0_. 03 2 — _ 
0.018 
0.013

705
710
715
720
725
730
735
740
745
750
755
760
765
770
775
780
785

II 0 8 6 8 0 04 8 II II 0 2 II R88-422-700-705 II 0.043-
II 0 8 6 8 0 0 4,9 II II D 2 R88-422-705-710 II 0. 050 -
11 0s6s.00sl "0 2 R88-422-710-715 II 0. 028 -

08680051 110 2 R88-422-715-720 0.034 -
08680052 II D 2 R88-422-720-725 0. 039 -
08680053 II D 2 R88-422-725-730 0.072-
08680054 II D 2 R88-422-730-735 0.044 -
08680055 II D 2' R88-422-735-740 0.015-
08680056 II D 211 R88-422-740-745 0 .154 -

'08680057 II DI 2 II R88-422-745-750 0 .170 -
"08680058 II D I 2 II R88-422-750-755 0. 04 7 -
11 08680059 II D 2 II R88-422-755-760 0. 025 -
11 08680062 II D 2" R88-422-760-765 0.009-
"08680063 II 0 2 II R88-422-765-770 0. 048 -
11 08680064 II 0 211 R88-422-770-775 0.032-- - - ? 11 08680065 II 0 2 II RBB--422-775-780 II 0.018 
11 08680066 II D 211 R88-422-780-785 II 0.013 
II END II 



3. BARRON 24/0 8/8 8TITfcE 1-2-09-88 08: 52 : 36 098-0876 
CLIENT BROHM MINING CORP.
PROJECT GILT EDGE #SAMPLES:
SPECIAL VALUES"

IS Insufficient Sample"
-9 No Value Recorded"

Values above the upper limit are shown 
Values below the lower limit are shown 

DETERMINATIONS"
ELNAME METHO ECO UNI #SAM LOLMT 

01 Au FA OPT 13 0.002
SAMPLE PREPS"

40 SAMPLE TYPE=D DRILL CORE

13 REFERENCE: NONE LISTED

as 
a s

UPLIMT
99.999

-t-uplimt" 
-1olmt (ie not detected)

COMMENTS"
Results Reported

41 P17= 13 Assay Prep ii

42 P6 4 — 216 Excessive Wetness ii

43 P 2 3- 1 Sample Pickup n
REMARKS"

50 FINAL RESULTS ARE REPORTED. ii

Vf W * it
FORMAT (A 8 ,1X, A1,A191X,A20!,1(1X,A7,A1))"
BEGIN " "Type" "Frac" "Sample ID" " Au"
08760001 " " D " ii 2 *i "R88-422-785-790 0.004
08760002" "D" n 2 11 " R 8 8 — 4 2 2 —T5"0 — 7 9~5 rr~ W. 0 4 2-----

08760003" " D " "2" "R88—422—795-800 0.0 2 0— 1^0

08760004" "D" "2" "R88-422—800-805 0.040-----
08760005" "D" "2" "R88 — 422 —805 —810 0.046-----
08760006" " D " "2" "R88-422—810-815 0.079 —
08760007" "D" ii 2 "R88 — 422 — 815-820 0.026 -----
08760010" " D " H 2 11 "R88 — 422 —820 —825 0.016-
08760011" " D " ti 2 11 "R88 — 422 — 825 —830 0.028----
08760012" "D" ii 2 " "R88—422—830-835 0.018
08760013" " D " m 2 n "R88 — 422-835 —840 0.011
08760014 " " D " ii 2 11 "R88—422—840-845 0.016
08760015" "D" "2" "R88 — 422 — 845 —850 0.014
END" ~TD

TITtE ~~-09-88 08:52:36 098-0876 
CLIENT BROHM MINING CORP. 

J. BARRON 24/08/88" 
" 

PROJECT GILT EDGE #SAMPLES: 13 REFERENCE: NONE LISTED 
SPECIAL VALUES" 

IS Insufficient Sample" 
-9 No Value Recorded" 

Values above the upper limit are shown as 
Values below the lower limit are shown as 

DETERMINATIONS" 
ELNAME METHO ECO UNI #SAM LOLMT UPLIMT 

01 Au FA OPT 13 0.002 99.999 
SAMPLE PREPS" 

40 SAMPLE TYPE=D DRILL CORE 
41 P17= 13 Assay Prep 
42 P64= 216 Excessive Wetness 
43 P23= 1 Sample Pickup 

REMARKS" 
50 FINAL RESULTS ARE REPORTED. 

**** II 
FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,Al))" 
BEGIN II Type" "Frac" "Sample ID II II 

08760001 D 2 R88-422-785-790 
08760002 D 2 R88-422-'T90-795 
08760003 D 2 R88-422--795-800 
08760004 D 2 R88-422-800-805 
08760005 D 2 R88-422-805-810 
08760006 D 2 R88-422-810-815 
08760007 D 2 R88-422-815-820 
08760010 D 2 R88-422-820-825 
08760011 D 2 R88-422-825-830 
08760012 D 2 R88-422-830-835 
08760013 D 2 R88-422-835-840 
08760014 D 2 R88-422-840-845 
08760015 "D 2 R88-422-845-850 
END II -r1) 

+uplimt" 
-lolmt (ie not detected)" 

COMMENTS" 
Results Reported II 

II 

" 
II 

II 

" 

A LI II 

0.004 
0.042-
0. 020- 1-90 -830 
0,040-
0. 046- 40e .o~-=I 
0. 079 -
0. 026-
0.016-
0. 028-
0.018 
0.011 
0.016 
0.014 

" 


